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Remark

TUV

*{.  According to Commission Decision 2005/618/EC of 18 August 2005, amending Directive
2002/95/EC (RoHS), the maximum concentration values for each homogenous material are:

LEAD £ 0.1% (1000 PPM)
CADMIUM HAK=HL 001% (100 PPM)
MERCURY 7KER 0.1% (1000 PPM) | RoHS R&lI=&H (15
CHROMIUM(V1) Ay 0L 01% (1000 PPM) | EEYEDHREIE
POLYBROMINATED BIPHENYLSH ) 21EE" 712-10.1% (1000 PPM)
POLYBROMINATED DIPHENYL ETHERS 0.1% (1000 PPM)
YRAEY I12NI-Th -
*2.  For Polybrominated Biphenyls (PBB), the determined PBB are:

PBB 3 (4-Bromobiphenyl)

PBB 4 (2,2'-Dibromobiphenyl)

PBB 18 (2,2',5-Tribromobiphenyl)

PBB 77 (3,3',4,4'-Tetrabromobiphenyl)

PBB 101 (2,2',4,5,5'-Pentabromobiphenyl)

PBB 153 (2,2',4,4',5,5'-Hexabromobiphenyl)

PBB 209 (2,2',3,3',4,4'5,5'6,6'-Decabromobiphenyl)

*3.  For Polybrominated Diphenyl Ethers (PBDE), the determined PBDE are:

PBDE 3 (4-Bromodiphenyl ether)

PBDE 4 (2,2'-Dibromodiphenyl ether)

PBDE 28 (2,4,4'-Tribromodiphenyl ether)

PBDE 47 (2,2',4,4 -Tetrabromodiphenyl ether)

PBDE 85 (2,2',3,4,4'-Pentabromodiphenyl ether)

PBDE 99 (2,2',4,4',5-Penta bromodiphenyl ether)

PBDE 100 (2,2',4,4' 6-Pentabromodiphenyl ether)

PBDE 153 (2,2',4,4'5,5-Hexabromodiphenyl ether)

PBDE 154 (2,2',4,4',5,6'-Hexabromodiphenyl ether)

PBDE 180 (2,2',3,4,4',5,5-Heptabromodiphenyl ether)

PBDE 196 (2,2',3,3',4,4',5,6'-Octabromodiphenyl ether)

PBDE 197 (2,2',3,3',4,4',6,6'-Octabromodiphenyl ether)

PBDE 203 (2,2',3,4,4',5,5',6-Octabromodiphenyl ether)

PBDE 206 (2,2',3,3,4,4',5,5' 6-Nonabromodiphenyl ether)

PBDE 209 (2,2',3,3',4,4',5,5',6,6'-Decabromodiphenyl ether)

*4.  The test result was found to be more than the permissible limit.
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